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MOORIM PAPER CO., LTD.

1003,Namgang-ro

Jinju-si,Gyeongnam

Korea

The following sample(s) was/were submitted and identified by/on behalf of the client as:-

SGS File No. : AYGU22-10577

Product Name : Uncoated Wood-Free Paper

Item No./Part No. : N/A

Received Date - 2022.12.12

Test Period :2022.12.12 o 2022.12.15

Test Results : For further details, please refer to following page(s)

SGS Korea Co., Ltd.
/ Busan Laboratory

Taehee Kang / Technical Manager

The test results of this test report are only limited to samples and sample names provided by the client and do not guarantee the quality of all products of the client. This test
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Sample No. - AYGU22-10577.001

Sample Description - Uncoated Wood-Free Paper

Item No./Part No. : N/A

Materials - N/A

Flame Retardants

Test ltems Unit Test Method MDL Results
Hexabromocydododecane (HBCDD1 mg/kg With reference to IEC 62321-9 : 2021 , by GC-MS 20 N.D.
HBCD)

NOTE:

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) wg/kg = ppb

(4) MDL = Method Detection Limit

(5) - = No regulation

(6) ** = Qualitative analysis (No Unit)

(7) Negative = Undetectable / Positive = Detectable

5
6
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Picture of Sample as Received:

AYGU22-10577.001
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Testing Flow Chart for HBCD

Sample pretreatment

Sample extraction by organic solvent

Concentrate/Dilute Extracted solution

GC/MS analysis

DATA

*** End of Report ***
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