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:Test Results Please refer to following pages.

Testing item(s) is/are specified by client. Please refer to result table for

testing item(s).

Test Requested

The following sample(s) was/were submitted and identified by the applicant as:

25-Jan-2024

MOORIM P&P CO., LTD.

WOODFREE PRINTING PAPER

Test Report No.: ETR24105844　　　　Date: 02-Feb-2024

MOORIM P&P CO., LTD.

3-36, UBONGGANGYANG-RO, ONSAN-EUP, ULJU-GUN, ULSAN 45011, KOREA

Sample Name

AYHA24-00533SGS File No.

Sample Submitted By

PIN CODE: 1A7E8F24

25-Jan-2024 to 02-Feb-2024

Sample Receiving Date

Testing Period
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MOORIM P&P CO., LTD.

3-36, UBONGGANGYANG-RO, ONSAN-EUP, ULJU-GUN, ULSAN 45011, KOREA

No.1 :

Result

No.1

mg/kg 1 11.4

mg/kg 1 n.d.

mg/kg 1 n.d.

1.

2.

3. n.d. = Not Detected ( Less than MDL)

MDL = Method Detection Limit

Note：

mg/kg = ppm；0.1wt% = 0.1% = 1000ppm

Mineral Oil Aromatic Hydrocarbons

(MOAH) (1-7 aromatic rings)

Test Item(s)

Test Part Description

Test Result(s)

Mineral Oil Saturated Hydrocarbons

(MOSH) (C16-C35)

Mineral oil

MDLUnitMethod

Mineral Oil Aromatic Hydrocarbons

(MOAH) (3-7 aromatic rings)

MOAH (1-7 aromatic

rings)
1%

MOAH (1-7 aromatic rings) 0.1 %

MOAH (3-7 aromatic rings) 1 ppm

Remark：

Decree of April 13, 2022 (Arrêté du 13 avril 2022, the Decree), specifying the substances contained in mineral

oils whose use is prohibited on packaging and printing intended for the public

Substance

WHITE PAPER

With reference to JRC GL

2019(JRC115694), analysis was

performed by GC-FID/MS.

Effective Date

2023/1/1 2025/1/1

MOSH (C16~C35) / 0.1 %
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MOORIM P&P CO., LTD.

3-36, UBONGGANGYANG-RO, ONSAN-EUP, ULJU-GUN, ULSAN 45011, KOREA

#PIC

** End of Report **

* The tested sample / part is marked by an arrow if it's shown on the photo. *


		2024-02-02T14:02:39+0800
	SGS TW
	SGS 數位簽章 FAQ ( http://twap.sgs.com/sgsrsts/digiSign.html )




